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Second-order nonlinearity is induced inside a Xe-filled
hollow-core photonic crystal fiber (PCF) by applying an
external dc field. The system uniquely allows the linear
optical properties to be adjusted by changing the gas pres-
sure, allowing for precise phase matching between the LP01
mode at 1064 nm and the LP02 mode at 532 nm. The
dependence of the second-harmonic conversion efficiency
on the gas pressure, launched pulse energy, and applied
field agrees well with theory. The ultra-broadband guidance
offered by anti-resonant reflecting hollow-core PCFs, for
example, a kagomé PCF, offers many possibilities for gen-
erating light in traditionally difficult-to-access regions of
the electromagnetic spectrum, such as the ultraviolet or
the terahertz windows. The system can also be used for non-
invasive measurements of the transmission loss in a hollow-
core PCF over a broad spectrum, including the deep and
vacuum UV regions. © 2015 Optical Society of America
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The hollow-core photonic crystal fiber (PCF) provides a con-
venient platform for exploring nonlinear optical effects in gases
[1–4]. The combination of long optical path lengths, pressure-
adjustable dispersion, and tight field confinement means that
nonlinear processes can be highly efficient, even though gases
have smaller nonlinear coefficients than silica (∼100 times
lower at ambient pressure and temperature [5,6]). To date,
many experiments have been reported that make use of the
intrinsic third-order nonlinearities of gases (including, if appro-
priate, the Raman response), augmented at high field intensities
by ionization-driven nonlinear effects [7–10].

Structurally amorphous media such as gases or glasses are
macroscopically inversion symmetric, with vanishingly small
values of second-order susceptibility χ�2�. If, however, a dc

electric field Edc is applied, the centrosymmetry can be broken
and nonzero values of χ�2� ∝ χ�3�Edc can be induced. This
process has been extensively studied in conventional step-index
fibers, where the noninversion symmetry can be created either
by direct electric field poling or by mixing the pump and
second-harmonic (SH) signals so as to create a dc polarization
via χ�3��0:ω� ω − 2ω�E2

ωE�
2ω [11,12].

Here, we report experiments in which χ�2� is induced in a
Xe-filled kagomé PCF by applying a uniform dc electric field
across its core. Note that χ�3� in Xe scales linearly with pressure
(up to ∼20 bar), equaling 2.03 × 10−25 m2∕V2 at 1 bar [5].
Phase-matching between the LP01 pump and the LP02 SH
modes can be obtained over a broad range of pump wavelengths
simply by varying the gas pressure, as seen in Fig. 1(a), where
the modal refractive indices (calculated using the expressions in
[1,13,14]) are plotted against the wavelength for a Xe pressure
of 4.35 bar. The difference between the modal indices of the
LP01 pump (nω) and the LP02 SH (n2ω) is displayed as a func-
tion of both the pressure and pump wavelength in Fig. 1(b).
Notably, a 1.3 bar change in Xe pressure shifts the phase-
matching wavelength by 100 nm.

Figure 2 shows a schematic of the experimental setup, to-
gether with a scanning electron microscope (SEM) image of the
kagomé PCF structure. Planar electrodes 16 cm long were
placed on opposite sides of the fiber (total length 45 cm,
and outer diameter 264 μm), and a 100 μm-thick polyvinyl
chloride (PVC) film was inserted between them, directly under
the PCF, so as to avoid electrical breakdown at the maximum
applied voltage Vapp of 1.8 kV. Taking account of the diameter
of the air-like photonic crystal cladding (170 μm), the thickness
of the encircling silica sheath (47 μm), and the dielectric con-
stants of the silica (3.8) and the PVC (3.2), we estimate the
field in the core to be Edc � 44 × Vapp V∕cm. So as to avoid
charge screening effects, which for dc fields were found to be
very strong (the reason for this is not yet clear), a 350 Hz
square-wave ac electric field with zero mean voltage was used.

A Xe pressure of 4.35 bar was chosen to satisfy the phase
matching between an LP01 pump at 1064 nm and an LP02
SH at 532 nm [this corresponds to the situation in Fig. 1(a)].
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Pump pulses from a 1064 nm Nd:YAG microchip laser (du-
ration 2 ns, repetition rate 1 kHz) were launched into the LP01
mode. At the output of the fiber, 532 nm dielectric bandpass
filters were used to block the transmitted pump light, and the
SH power and near-field modal pattern were monitored using a
photodiode detector and a CCD camera. The measured SH
modal profile corresponded, as expected, to the LP02 mode
[see Fig. 2(c)].

The kagomé PCF used in the experiment was selected on the
basis of its guiding properties, which featured relatively low
propagation loss for the LP01 mode over a broad spectral region
that included the pump frequency and its SH. The loss of
the LP01 mode was measured by the cutback method to be
2� 0.5 dB∕m, and that of the LP02 mode at 532 nm was esti-
mated experimentally to be 13� 3 dB∕m, using a novel tech-
nique that involved scanning a localized electric field along the
fiber whilemonitoring the SHpower (see last section for details).

We theoretically investigate the three-wave mixing interac-
tion in the PCF leading to SH generation by solving the

coupled nonlinear wave equations. The local electric field of
the qth mode can be written as follows:

Eq �
1

2

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
2Z 0P0

ngq
RR

e2qdxdy

s
bq�z�eq�x; y�ei�βqz−qt� � c:c:; (1)

where bq�z� is its dimensionless, slowly varying amplitude and
q is its angular frequency (ω for the pump mode and 2ω for the
SH mode). eq�x; y� is its transverse field distribution and βq is
its propagation constant. Z 0 is the impedance of free space, P0

is the input power, and ngq is the refractive index of the gas fill-
ing the hollow core (more than 99.8% of the light is in the core
[2]). The field normalization implies that the power in the qth
mode is P0jbq�z�j2. Under the conditions of negligible pump
attenuation and depletion, the differential equation for b2ω can
be written in the form:

∂b2ω�z�
∂z

� iκ�2�eff jb2ωj � �iϑ − α2ω�b2ω�z�;

κ�2�eff � 3ωχ�3�QEdc

2cn2ω

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
2Z 0P0n

g
2ω

p
ngω

; (2)

where c is the speed of light in the vacuum, α2ω is the
amplitude loss coefficient of the LP02 SH mode, and ϑ is
the dephasing parameter:

ϑ � 2�nω − n2ω�ω∕c: (3)

Fig. 1. (a) Wavelength dependence of the modal refractive indices
of the LP01 and LP02 modes in a 4.5 bar, Xe-filled kagomé PCF,
calculated analytically using the model in [13], assuming a flat-to-flat
core diameter of 33.4 μm, a core wall thickness of 190 nm, and an
s-parameter of 0.09. The refractive index of xenon was taken from
[14]. Phase-matching conditions are satisfied for a pump wavelength
of 1064 nm and the SH at 532 nm (dotted lines). The insets show the
calculated transverse spatial intensity pattern of the modes [15].
(b) Difference between the modal indices of the LP01 pump and
the LP02 SH as a function of the pressure and pump wavelength.
Phase-matching conditions are satisfied when nω � n2ω (black
curve). The point on the curve corresponds to the scenario in (a).

Fig. 2. (a) Schematic of the experimental setup. A square-wave ac
voltage (amplitude �1.8 kV and frequency 350 Hz) is applied across
the Xe-filled kagomé PCF. A 1064 nm pump pulse in the LP01 mode
generates an SH signal in the LP02 mode. PD, photodiode.
(b) Scanning electron micrograph of the kagomé PCF. The flat-to-flat
core diameter is 33.4 μm, and the thickness of the glass webs sur-
rounding the core is 190 nm. The inner cladding is 170 μm in diam-
eter, and the outer glass sheath is 47 μm thick. (c) Measured near-field
intensity distribution (linear scale) of the SH signal at the fiber end
face; it is clearly in the expected LP02 mode. An SEM image of
the fiber core structure is superimposed for reference.
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The overlap integralQ , which is calculated assuming that Edc is
constant throughout the core, takes the form:

Q �
RR

e2ωe2ωdxdyRR
e2ωdxdy�

RR
e22ωdxdy�1∕2

; (4)

where the integrals are over the transverse cross section. Q was
evaluated using the analytical expressions for the modes in a
capillary waveguide, and the results yielded a value of
28 mm−1 [15]. Note that although the linear overlap between
the LP01 pump and LP02 SH modes is very small (they are
almost orthogonal), the nonlinear overlap is much larger
because the LP01 pump field is squared.

Equation (2) can be straightforwardly solved for b22ω�z�,
assuming that b22ω�0� � 0. The energy W SH converted to
the SH from a single Gaussian pump pulse of energy WP
can then be written:

W SH �WP
�κ�2�eff L�2ffiffiffi

2
p

����sinc
��ϑ� iα2ω�L

2

�����2 exp�−α2ωL�; (5)

where L is the nonlinear interaction length, and a quasi-CW
approximation is used. Note that the actual SH energy mea-
sured will be slightly less owing to the attenuation in the
0.13 m-long un-poled fiber pigtail leading to the detector.

The SH signal was first monitored at several different
Xe pressures close to the phase-matching point for a
�79 kV∕cm, 350 Hz square-wave electric field and a launched
pump pulse energy of 22 μJ. As expected, the data points [see
Fig. 3(a)] follow a sinc2 dependence on the pressure, and the
SH signal peaks at 4.35 bar, as predicted in Fig. 1(b). The slight
asymmetry in the second-harmonic generation signal, which is
particularly noticeable when comparing the sidelobe ampli-
tudes at 4.07 and 4.61 bar, is due to the linear dependence
of the third-order susceptibility to the pressure.

Next, the dependence of the SH power on the pump energy
and applied electric field strengthwas explored, keeping the pres-
sure fixed at 4.35 bar. Again, as expected, the second-harmonic
generation signal [see Fig. 3(b)] follows a quadratic dependence
on the pump energy, with the square-wave electric field ampli-
tude fixed at�79 kV∕cm. A similar dependence [see Fig. 3(c)]
is seen when the electric field is varied, keeping the pump pulse
energy constant at 29 μJ. This yields a normalized conversion
efficiency of 5 × 10−10%W−1 cm−1. No saturation effects were
observed at the maximum values of the pump energy and bias
field available in the experimental setup. This suggests that
higher conversion efficiencies could be obtained if these param-
eters were scaled, for example, by using microelectrodes built
into the fiber [16] or higher pulse energies.

Excellent fits to the theory (see the curves in Fig. 3) are
obtained for values of Edc that are 0.56 times smaller than esti-
mated in the experiment. This disparity was much more pro-
nounced for a constant dc poling field, where the SH signal
dropped almost to zero after only a few seconds, suggesting that
the dc field in the core is screened by space charges that accu-
mulate somewhere in the system. This is, however, an artifact of
the experiment, and does not affect the main conclusions of the
current work.

The broad window of transparency offered by the kagomé
PCF and other species of anti-resonant reflecting hollow-core

PCFs [1,17–19] allows light to be generated at experimentally
challenging wavelengths, for example, in the ultraviolet or the
terahertz regions. Also, the low dispersion of the refractive in-
dex means that the pumped SH phase mismatch varies slowly
with the wavelength. For example, for a fixed xenon pressure of
4.35 bar and a nonlinear interaction length of L � 16 cm, the
SH signal can be tuned over ∼6 nm (FWHM) by tuning the
pump over 12 nm. The conversion efficiency itself can of
course be increased by using pulses with higher intensities.

A pair of gold electrodes could be incorporated into the hol-
low channels on opposite sides of the hollow core using estab-
lished, selective melt-filling techniques [16]. The reduced
electrode spacing would lower the required voltage and result
in a much more compact device. Smaller core diameters would
not only increase the Q , but also allow phase matching at a
higher Xe pressure, thus increasing the effective value of
χ�3�. Furthermore, since kagomé-style PCFs feature a high
damage threshold, much higher than in solid glass-core fibers,
and have a wide phase-matching bandwidth due to their weak
dispersion, they would allow for the frequency doubling of very
intense few-cycle pulses.

Implementing these improvements could lead to an in-
crease in the SH conversion efficiency of several orders of

Fig. 3. Dots are data points, and the curves are theoretical fits, tak-
ing account of the increase in χ�3� with pressure (see text).
(a) Measured SH pulse energy as a function of the Xe pressure.
The interaction length was 16 cm, the applied field was
�79 kV∕cm, and the pump pulse energy was 22 μJ. The conversion
efficiency is maximum at 4.35 bar, as predicted (see text). (b) SH pulse
energy as a function of the pump energy at 4.35 bar and�79 kV∕cm.
(c) SH pulse energy as a function of the applied field at 4.35 bar and
29 μJ pump energy. In both (b) and (c), the SH signal follows a quad-
ratic dependence, in good agreement with theory [see Eq. (5)].
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magnitude, potentially approaching the efficiencies demon-
strated in poled solid-core fibers, which can be as high as
∼0.001%W−1 cm−1 [20].

Finally, pressure-tunable quasi-phase-matched (QPM) con-
version between the LP01 modes at both the pump and SH
frequencies can be arranged if a periodic electrode is used.
For example, a QPM period of ∼2 mm and a Xe pressure
of 3.5 bar would allow phase-matched all-LP01 SH generation
from 1064 to 532 nm. Higher conversion efficiencies could be
obtained by raising the pressure; for example, a QPM period of
∼1 mm would allow phase matching at a Xe pressure of 20 bar.
This QPM period is much longer than in conventional single-
mode fibers (where a few 10 s of micrometers is typical), facili-
tating electrode fabrication.

The setup may be used to characterize the propagation loss
of the LP02 mode at 532 nm. For example, by applying a volt-
age sequentially to 2 cm-long electrodes placed at four different
positions along the kagomé-PCF, and measuring the SH signal
(see Fig. 4), it is straightforward after data processing to extract
the propagation loss, which turns out to be 13� 3 dB∕m.
There is good agreement between this value and that previously
measured in the kagomé PCF using a combination of prism-
assisted side-coupling (to excite the selected mode) and cutback
measurements [21,22].

The loss of the LP01 mode at the SH frequency could also be
measured using a periodic electrode (see above), offering a com-
pelling, noninvasive alternative to the cutback method. Used in
combination with a tunable pump laser, the system would allow
characterization over a broad bandwidth of the loss of the LP01
mode (and some higher modes) in any type of hollow-core PCF
that guides at the pump and SH frequencies. This is especially
interesting since the technique does not require an external op-
tical source emitting in the difficult-to-access deep and vacuum
UV regions. Moreover, in contrast to the common cutback
method, the technique is nondestructive, and its accuracy is
not affected by the quality of the fiber cleaves.

In conclusion, a phase-matched SH signal at 532 nm can be
generated in the LP02 mode by applying a dc electric field across
a Xe-filled, hollow-core kagomé PCF and pumping in the LP01

mode at 1064 nm. A particularly attractive feature of the system
is that it is pressure tunable. Excellent agreement is obtained
between the experimental results and the analytical expressions
derived using the coupled-mode theory. Much higher SH con-
version efficiencies are expected if electrodes are built into the
PCF, or if fibers with a smaller core diameter are used, thus
allowing for higher intensities per watt and phase-matching
pressures. Quasi-phase matching by means of a periodic elec-
trode would allow pressure-tunable phase matching between
LP01 modes at both frequencies. The system has important po-
tential applications in the noninvasive measurement of propa-
gation losses at difficult-to-access frequencies (e.g., in the deep
UV region) in hollow-core PCFs. It could also prove useful for
frequency doubling ultrashort pulses with extremely high peak
powers.
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Fig. 4. SH signal in the LP02 mode at 532 nm generated with 2 cm-
long electrodes placed at four different positions and measured as a
function of the propagation length, which is the distance from the
center of the poled section to the fiber output end. The fit to the data
(dashed curve) yields 13� 3 dB∕m at 532 nm.
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